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Client: PEPPERELL CRAFS OF NINGBO
Address: 18XINJIAN ROAD (w) FANGQIAO INDUSTRIAL ZONE JIANGKOU STREET FENGHUA NINGBO CHINA
Report on the submitted sample said to be
Sample name: PVC LACING

Model:

Item/Lot No.: /

Material: PVC PELLETS IN 82 DEGREE

Buyer: PEPPERELL BRAIDING COMPANY
Supplier: PEPPERELL CRAFS OF NINGBO
Manufacturer: PEPPERELL CRAFS OF NINGBO
Sample received date: Apr 18, 2007

Testing period: From Apr 18, 2007 to Apr 24, 2007

Testing Requested:

As specified by client, to determine DEHP. DBP. BBP . DINP. DNOP and DIDP content in the submitted samples in
accordance with Directive 2005/84/EC.

Test method:

Solvent extraction, followed by analysis using Gas Chromatography-Mass Spectrometry.

Results: Please refer to next page

ss+=EOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE (S)******

Signed for AOV Ltd.

This Test Report is issued by the Company subject to its Conditions of Issuance of Tes!t Report printed overieaf or attached. The
results shown in this Test Report refer only to the sample(s) tested uniess otherwise stated and such sample(s) are retained for
30days only. This Test Report shall not be reproduced expected in full. without written aporoval of the Company.
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Test Results:

No DEHP DBP | B8P DINP DNOP | DIDP
T ND. | ND. | ND

Unit | ppm | ppm. | ppm ppm i ;p_m | ppm
| AcceptableLimt | 1000 1000 | 1000 1000 1000 | 1000
Report Limit 50 50 50 | 260 | so | 250

Specimen Description:
A: NEON PINK COLOR

Note:

-N.D. =Not Detected
-ppm=mg/kg

-Photo is included

Photograph of Sample

PVC LACING

***End of Report***
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