PEPPERELL BRAIDING COMPANY
Fun Creating Since 1917

CERTIFICATE OF COMPLIANCE

We certify that:
#LS-106A (upc#7 25879 40003 3 ) REXLACE LANYARD SNAPS

is in compliance with all regulations specified within the Consumer Product Safety
Improvement Act of 2008.

DATE OF MANUFACTURE:  December , 2008

PLACE OF MANUFACTURE: Pepperell Crafts of Ningbo

Ningbo, China
DATE TESTED: December 24, 2008
TESTED BY: Shenzhen AOV Testing Technology, Ltd.
(approved 3" party laboratory by CPSC)
CONTACT: bills@pepperell.com
COMPANY: PEPPERELL BRAIDING COMPANY, INC.
22 Lowell Street

Pepperell, Massachusetts 01463 USA

—_— Sales & Corporate Headquarters

22 Lowell Street + Pepperell, MA 01463 = 800-343-8114 « Fax 978-433-9048 » www.pepperell.com
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Customer: PEPPERELL CRAFTS OF NINGBO

Address: 1ST FANGXIN ROAD FANGQIAO INDUSTRIAL ZONE FENGHUA NINGBO CHINA
Report on the submitted sample said to be

Sample name: LS-106A REXLACE LANYARD SNAPS KITS
Model: /

Item/Lot No.: LS-106A

Material: /

Buyer: PEPPERELL BRAIDING COMPANY

Supplier: PEPPERELL CRAFTS OF NINGBO
Manufacturer: PEPPERELL CRAFTS OF NINGBO
Country of Origin: USA

Country of Destination: USA

Labelled Age Grading: 3 years and up

Sample received date: Dec 16, 2008

Testing period: From Dec 16, 2008 to Dec 24, 2008

Testing Requested:
As specified by client, to determine the Lead content in the submitted sample in accordance with Consumer Product Safety
Improvement Act of 2008 (H.R. 4040) section 101--Prohibition on sale of certain products containing lead.

Test method:
Testing Item Test Method Measuring instrument
Lead (Pb) Acid Dissolution ICP-OES

Conclusion: The submitted sample complied with the requirement.

«+=EOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE (S)™****

Signed for AOV Ltd.
' - A -
Written by | LIV~ Inspected by [ /(94!4(’&‘_{
<}
Approved by

This Test Report is issued by the Company subject to its Conditions of Issuance of Test Report printed overleaf or attached. The results shown in this
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Test Report NO.: ASZ0812167901T Date: Dec 24, 2008 Page 2 of 3
Test Flow:
To Determine Lead Content:
Weigh the sample into Add the digestion solution; the _ :
p— "| vessel is heated until the sample »| Add Hz0; until the sample is clear
has been dissolved

v
Cooling the vessel, filter; washed and

Report -4—— | Tested by ICP-OES |4——

filled to the mark with distilled water.
Test Results:
Item Unit MQaL Limit A B* c* D*
Lead (Pb) mg/kg 2 600 18.5 56.2 28.2 23.7
Specimen Description:
A: SILVER LANYARD SNAPS
B*: GREEN LANYARD SNAPS (Mixed)
C*: BLUE LANYARD SNAPS (Mixed)
D*: RED LANYARD SNAPS (Mixed)
Note:
- Specimens, which requested to determine Lead Content, have been dissolved completely.
- mg/kg = ppm

- N.D. =Not Detected (<MQL)

- MQL=Method Quantitation Limit

-Results of No.A refer to test report ASZ0811183005C

~*The admixture of specimen B, specimen C, specimen D is tested as a whole (part) which according to the applicant's request,
the result of report as a average value because of the whole specimen is regarded as constituting from the homogeneous
material. The testing of specimen B, specimen C, specimen D may have the obvious difference, and the result may exceed the
number in this report. The applicant will undertake all differences and risk.

- Photo is included.
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SILVER LANYARD SNAPS GREEN LANYARD SNAPS

BLUE LANYARD SNAPS

LS-106A REXLACE LANYARD SNAPS KITS
***End of Report™*
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